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DALIAN STANFORD TECHNOLOGY CO., LTD 

NO.8, 1/F, NO.10, BOHAI STREET, HUSHAN COMMUNITY, TIEXI ROAD, PULANDIAN DISTRICT, 

DALIAN CITY, LIAONING PROVINCE. 

 

Results & photo(s) of this report refer to test report No.EBO2012008-C021. 

The following sample(s) was/were submitted and identified by/on behalf of the applicant as:  

ARTIFICIAL GRASS 

EBO Job No.: EBO2012008-C021-1 

Main material: Polyethylene, polypropylene 

Date of Sample Received: November 23, 2020 

Testing Period: November 23, 2020 To December 1, 2020 

Test Requested: 

 

As requested by the client, to do the following test items: 

Perfluorooctanoic acid (PFOA) 

Test Method: Please refer to next page(s). 

Test Results: Please refer to next page(s). 

 

 

 

 

Signed for and on behalf of 

 

 

 

 

                            

      Kevin Wang 

 



  Building A, Qinye Business Center, Xin’an Sixth Road, 82th District, Bao’an, Shenzhen, China. Tel: 86-755-33126608 Email: ebo@ebotest.com www.ebotest.com     Shenzhen EBO Testing Center

Test Report      No.: EBO2012008-C021-1     Date: August 13, 2020     Page 2 of 3 
 

EBO assures objectivity and justness of the test, and fulfill the duty of confidentiality for applicant’s information. Applicant should undertake 
responsibility for the authenticity of submitted sample and information. The result(s) shown in this report refer only to the sample(s) tested. The test 
results only reflect the evaluation of the sample under test and are not authorized for other purposes. EBO do not accept any liability to you for any 
loss arising out of or in connection with this report, in contract, tort, by statute or otherwise. This report is invalid without signatures of approver and 
special seal for inspection of EBO, or it has been reproduced in full or part. This report shall not be published as advertisement without the approval 
of EBO. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be 
prosecuted to the fullest extent of the law. This document is issued by the company under its General Conditions of Service accessible at 
http://www.ebotest.com/zjyb/318.html. 
 

Test Results: 

Test Part Description:  

Specimen No. EBO Sample ID Description 

1 EBO2012008-C021.001 Green plastic grass 

 

Perfluorooctanoic acid (PFOA) 

Test Method: STANDARD 100 9 by OEKO-TEX, analyzed by High-performance liquid chromatography 

with mass selective detector (LC-MS). 

Test Item(s) MDL (mg/kg) Result (mg/kg) 

Perfluorooctanoic acid (PFOA) 0.005 N.D. 

Note: 

1. 1 mg/kg = 1 ppm = 0.0001%. 

2. MDL = Method Detection Limit. 

3. N.D. = Not Detected (< MDL). 
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Sample photo: 

No. EBO2012008-C021-1 

 

EBO authenticate the photo on original report only 

****** END OF REPORT ****** 

 

 

Test part 


