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Test Report    No.: 70.431.26.15505.01 

 Date: 2026-06-15 

Watersavers Turf

Artificial Grass 

2026-06-10 

2026-06-10 ~ 2026-06-15 

The sample(s) was (were) submitted by applicant and identified. 

Refer to the data listed in following pages 

Applicant: 

Product Name: 

Receipt Date of Sample: 

Date of Testing: 

Sample Submitted: 

Test Result: 

Test Item Conclusion 

1. Polycyclic Aromatic Hydrocarbons (15 PAHs) Pass 

Remarks: 1. MDL = Method Detection Limit 

2. ND = Not Detected (<MDL)

3. <= Less than

4. 1 mg/kg = 1 ppm = 0.0001%
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Note:  
(1) The Tü V Sü D Certification and Testing (China) Co., Ltd. "General Terms & Conditions" applied. 

Any use for advertising purposes must be granted in writing. This technical report may only be quoted in full. This report is the result of a single examination 

of the object in question. It does not imply a general statement regarding the quality of products from regular production. 
For further details, please see "Testing, Certification, Validation and Verification Regulations", chapter A-3.3. 
For full version, please visit: EN : https://www.tuvsud.cn/zh-cn/resource/terms-and-conditions---en ; SCN: https://www.tuvsud.cn/zh-cn/terms-and-

conditions ; TCN: https://www.tuvsud.com/zh-tw/terms-and-conditions 
(2) Sample and (or) material information is provided by the client. Tü V Sü D assumes no responsibility for verifying the accuracy, appropriateness and (or) 

completeness of the information provided by the client. 
(3) The testing results are only valid for the sample tested. 
(4) The test report shall not be reproduced except in full, without the written approval of the laboratory. 
(5) Disclaimer Measurement Uncertainty: 

Unless otherwise agreed upon, Pass or Fail verdicts are given based on the measured values without any considerations of measurement uncertainties. 
Please note, every test method has a measurement uncertainty which has been evaluated by the laboratory according to ISO/IEC 17025 requirements. By 

taking measurement uncertainties into account it might happen that measured values can neither be assessed as Pass nor as Fail. 
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Description of Tested Subject: 

 

Sample Description Photo 

001 Green plastic 

 

002 Black soft plastic(base) 

003 Green plastic(straight) 

 

004 Grass green plastic(straight) 

005 Green plastic(bent) 

006 Grass green plastic(bent) 

007 Green plastic(straight) 

 

008 Light grass green plastic(straight) 

 

009 Light grass green plastic(bent) 

010 Green plastic(bent) 
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Sample Description Photo 

011 Green/black soft plastic(base) 
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Test Result(s): 
 

 

1.  
 

Polycyclic Aromatic Hydrocarbons (15 PAHs) 

 Test with reference to AfPS GS 2019:01PAK, determination by GC-MS. 
 

Parameter CAS No. Unit MDL Limit 
Result(s) 

001+003+004 002+011 

Naphthalene 91-20-3 mg/kg 0.1 2 ND ND 

Phenanthrene 85-01-8 mg/kg 0.1 - ND ND 

Anthracene 120-12-7 mg/kg 0.1 - ND ND 

Fluoranthene 206-44-0 mg/kg 0.1 - ND ND 

Pyrene 129-00-0 mg/kg 0.1 - ND 0.2 

Sum of 4 PAHs - mg/kg 0.1 10 ND 0.2 

Benzo[a]anthracene 56-55-3 mg/kg 0.1 0.5 ND ND 

Chrysene 218-01-9 mg/kg 0.1 0.5 ND ND 

Benzo[b]fluoranthene 205-99-2 mg/kg 0.1 0.5 ND ND 

Benzo[j]fluoranthene 205-82-3 mg/kg 0.1 0.5 ND ND 

Benzo[k]fluoranthene 207-08-9 mg/kg 0.1 0.5 ND ND 

Benzo[a]pyrene 50-32-8 mg/kg 0.1 0.5 ND ND 

Benzo[e]pyrene 192-97-2 mg/kg 0.1 0.5 ND ND 

Benzo[ghi]perylene 191-24-2 mg/kg 0.1 0.5 ND ND 

dibenzo[ah]anthracene 53-70-3 mg/kg 0.1 0.5 ND ND 

Indeno[1,2,3-cd]pyrene 193-39-5 mg/kg 0.1 0.5 ND ND 

Sum of detected 15 PAHs - mg/kg 0.1 10 ND 0.2 

Category Category 2 Category 2 

Conclusion Pass Pass 

 

Parameter CAS No. Unit MDL Limit 
Result(s) 

005+006 007+008 

Naphthalene 91-20-3 mg/kg 0.1 2 ND ND 

Phenanthrene 85-01-8 mg/kg 0.1 - ND ND 

Anthracene 120-12-7 mg/kg 0.1 - ND ND 

Fluoranthene 206-44-0 mg/kg 0.1 - ND ND 

Pyrene 129-00-0 mg/kg 0.1 - ND ND 

Sum of 4 PAHs - mg/kg 0.1 10 ND ND 

Benzo[a]anthracene 56-55-3 mg/kg 0.1 0.5 ND ND 

Chrysene 218-01-9 mg/kg 0.1 0.5 ND ND 

Benzo[b]fluoranthene 205-99-2 mg/kg 0.1 0.5 ND ND 

Benzo[j]fluoranthene 205-82-3 mg/kg 0.1 0.5 ND ND 

Benzo[k]fluoranthene 207-08-9 mg/kg 0.1 0.5 ND ND 

Benzo[a]pyrene 50-32-8 mg/kg 0.1 0.5 ND ND 

Benzo[e]pyrene 192-97-2 mg/kg 0.1 0.5 ND ND 

Benzo[ghi]perylene 191-24-2 mg/kg 0.1 0.5 ND ND 

dibenzo[ah]anthracene 53-70-3 mg/kg 0.1 0.5 ND ND 

Indeno[1,2,3-cd]pyrene 193-39-5 mg/kg 0.1 0.5 ND ND 

Sum of detected 15 PAHs - mg/kg 0.1 10 ND ND 

Category Category 2 Category 2 

Conclusion Pass Pass 
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Parameter CAS No. Unit MDL Limit 
Result(s) 

009+010 

Naphthalene 91-20-3 mg/kg 0.1 2 ND 

Phenanthrene 85-01-8 mg/kg 0.1 - ND 

Anthracene 120-12-7 mg/kg 0.1 - ND 

Fluoranthene 206-44-0 mg/kg 0.1 - ND 

Pyrene 129-00-0 mg/kg 0.1 - ND 

Sum of 4 PAHs - mg/kg 0.1 10 ND 

Benzo[a]anthracene 56-55-3 mg/kg 0.1 0.5 ND 

Chrysene 218-01-9 mg/kg 0.1 0.5 ND 

Benzo[b]fluoranthene 205-99-2 mg/kg 0.1 0.5 ND 

Benzo[j]fluoranthene 205-82-3 mg/kg 0.1 0.5 ND 

Benzo[k]fluoranthene 207-08-9 mg/kg 0.1 0.5 ND 

Benzo[a]pyrene 50-32-8 mg/kg 0.1 0.5 ND 

Benzo[e]pyrene 192-97-2 mg/kg 0.1 0.5 ND 

Benzo[ghi]perylene 191-24-2 mg/kg 0.1 0.5 ND 

dibenzo[ah]anthracene 53-70-3 mg/kg 0.1 0.5 ND 

Indeno[1,2,3-cd]pyrene 193-39-5 mg/kg 0.1 0.5 ND 

Sum of detected 15 PAHs - mg/kg 0.1 10 ND 

Category Category 2 

Conclusion Pass 
 

 

Parameter Category 1 Category 2 Category 3 

 Materials intended to be 

taken into the mouth, or 

materials in toys 

according to Directive 

2009/48/EC or materials 

in articles intended for 

the use by children up to 

3 years of age having 

long-term skin contact 

(more than 30s) within 

intended use  

Materials that do not fall into 

category 1, with long-term 

skin contact (more than 30s) 

or repeated short-term skin 

contact within intended or 

foreseeable use 

Materials that do neither fall 

into category 1 nor 2, with 

short-term skin contact (up 

to 30s) within foreseeable 

use 

 

 
Used by 

children 

(mg/kg) 

 

Other 

consumer 

products 

(mg/kg) 

 

Used by 

children 

(mg/kg) 

 

Other 

consumer 

products 

(mg/kg) 

 

Benzo[a]pyrene < 0.2 < 0.2 < 0.5 < 0.5 < 1 

Benzo[e]pyrene < 0.2 < 0.2 < 0.5 < 0.5 < 1 

Benzo[a]anthracene < 0.2 < 0.2 < 0.5 < 0.5 < 1 

Benzo[b]fluoroanthene < 0.2 < 0.2 < 0.5 < 0.5 < 1 

Benzo[j]fluoroanthene < 0.2 < 0.2 < 0.5 < 0.5 < 1 

Benzo[k]fluoroanthene < 0.2 < 0.2 < 0.5 < 0.5 < 1 

Remark: 1. Limit according to AfPS GS 2019:01PAK : 
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Chrysene < 0.2 < 0.2 < 0.5 < 0.5 < 1 

Dibenzo[a,h]anthracene < 0.2 < 0.2 < 0.5 < 0.5 < 1 

Benzo[g,h,i]perylene < 0.2 < 0.2 < 0.5 < 0.5 < 1 

Indeno[1,2,3-c,d]pyrene < 0.2 < 0.2 < 0.5 < 0.5 < 1 

Phenanthrene, Pyrene, 

Anthracene, 

Fluoranthene 

Sum < 1 Sum < 5 Sum < 10 Sum < 20 Sum < 50 

Naphthalene < 1 < 2 < 10 

Sum 15 PAH < 1 < 5 < 10 < 20 < 50 

 

 

 

-End of Test Report- 

 


